CERTIFICATE OF ANALYSIS

ACTIVE CHAR products pvt. Itd.
An M FAR group of company
(100% Export Oriented Unit)

Carbon Services for a Purer Tomorrow

ACPL/QC/ECOA/04/03/ DTD 01.07.2012-REVISION DATE: 01.01.2019

CUSTOMER : 000 AZIYAHIMTRANS Russia

CUSTOMER ORDER NO :AC 20190918 DTD 18.09.2019

PRODUCTION ORDER NO. : E053-AHT/19-20 DTD 13.09.2019

DATE OF DESPATCH :05.10.2019

PACKING : 25KGS PP BAGS - PALLETISED GREEN AND BLACK SANDWICH BAGS

PRODUCT DESCRIPTION

: ACTIVATED CARBON (AC CARB 12X40) 900 IV

REPORT No.

: ACP/E/AHT/RN-03/19

CONTAINER NO: MEDU 883807 6

PRODUCTION BATCH NO. : ACP/E/6292 QUANTITY :18.150 MT
COMPOSITE SAMPLE ANALYSIS RESULTS ( Bag No: 1 -726)
Property Specifications Results Test
Method

Particle Size 12X40 USS 12X40 USS ASTM
Size Distribution (%)

+12 5 max 2.3 ASTM

-40 5 max 1.5 ASTM
Apparent Density (kg/m? 480 min 568 ASTM
lodine Value (mg/g) 900 min 975 ASTM
Surface Area(m?/g) 950 min 995 ASTM
Moisture (%) 5 max 3.2 ASTM
PH 9-11 10.30 ASTM
Ball Pan Hardness 98 min 98.2 ASTM
Ash content (%) 3 max 2.4 ASTM

ANALYSIS RESULTS WHEN PACKED
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